
SN# TEST
SPECIFICATION                   

LIMIT

1 Appearance Yellow

2 Purity 99.50% - 99.9 min.

3 Acidity 0.05% max.

4 Ash Content 0.02% max.

5 CS2 Insoluble 0.02% max.

6 Moisture Content 0.05% max.

7 Usage Sulphuric Acid Manufacture

SPECIFICATION

SULPHUR LUMP (GRANULE & POWDER)


